\\\\\\“I“/“/’/ E‘j [EU\ﬂ

ESTERIN
(MA) is=== CNAS @

T
////;\\\\\ v TESTING
il AW CNAS L0230

I///
N\

/ \\\\‘\

g

W
/////

N

230002349837

s kS
TEST REPORT

BETC-T4BC-2026-00825

=R AR
% ThEe LB

Name of Product

LA
Client W SRR A PR A E
R 2E 7]
Test Category A

ZRRN D OB/RAE

CABR TESTING CENTER CO.,LTD.
. ERBRIEREREEN PO

National Center for Quality Inspection & Test of Building Engineering




BB LA R A F
CABR TESTING CENTER CO.,LTD.
EXERLERBREANH.0

NATIONAL CENTER FOR QUALITY INSPECTION & TEST OF BUILDING ENGINEERING

A4S (Commission No.) :2026-03332
WEHE (No. of Report) :BETC-T4BC-2026-00825 17 327 (Page 1 of 2)

ZHL AL (Client) 30 T L R R SR PR )
#1 #k(ADD.) / %ﬁ‘ﬁ% T4BC-2026-00825
o | % BName) [ZOENAR (g“mff) E#
AA
(Sample) - . A
"\ R Brand) [ ey RIS
e R AR
prycdu gt e ¥ &
(Date of defivery) 2026-04-20 (Quantity) |45 50mm 64
TEER |
(Name of engineering)
m E Mok e M- b ﬁg }:"i SE/R S IAE:
Kl (Ttems) PRI e (Place) P4y SE UG
(Test) ) 2% B CRELAETD) | BRI H # 2026-04-21~
(Instruments) J/ﬁ AR L (Date) 2026-05-08
WK R GB/T 5464-2010 (EESATRIAEME RIS 7715 ) D
(Test based on) GB/T 14402-2007 CEESAMTEL KA G HIMEETERE PP HEHTIIE ) -
; E:
R R b -1 GRS A ) 4

B W 4 # (Conclusion)

R, TR TR LS RATACB 8624-2012 CEESUATRL B MIRPEEREA S0) TP FARIREE ML Bl i
[ettREA (A1) RIS EFREK -

(ATTBA T T IE30)
B | N
ark S
(Remark) %
e G2 Eiit=g=E:
—(Approval) | (Verification)§ Date)
b | 74 Tiheo:

fi*\



B SR LA PR A F

CABR TESTING CENTER CO.,LTD.

EFRBRA TER BRI .0
NATIONAL CENTER FOR QUALITY INSPECTION & TEST OF BUILDING ENGINEERING
&S (No. of Report): BETC-T4BC-2026-00825 2 T JL 2 U1 (Page 2 of 2)
i = 6 ALK B FAR B bR gt | PRI
s, C <30 1 ity
AR +
W | o | et i, s | B/T 5464-2010 | -0 0 i
e ]
M Pk (A1)
e JRERURZE, % % <50 11 s
G
M PCS, MJ/kg | GB/T 14402-2007 £2.0 0.3 v

PERULI: ZIRETHUREL (ZHET7 IR0,

L. A it FH 2677 6 F B4
KVE | 2. ASBRIRIE BRI A5 S 5 6 KRR R B A A R I EEREAR DG, ANRERE Ay
VP12 ) 7 7E S B P PP B2 R SRRV (g ME— e




